
1

INSTRUCTION MANUAL

THERMOWELL - WELDING PROCEDURE

April 9, 2012

The information contained in this document is subject to change without notice



2

A. General

The Thermowell is generally divided to  Weld-in type, Screw Type, Flange Type and

Infromation

please refer to below welding procedure for use the right
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 After the installation, perform the tack welding around a welding point

 After checking install state, perform the welding if no problem.

 Install a Thermowell to the BOSS where want to install. (Refer to picture 1-1)

 welding procedure and installation Method must be chekced according to the type

B. Welding Procedure

< DRILLED BAR STOCK SOCKET WELDING TYPE >

< Picture 1-1 >
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